UDOT Minimum Sampling and Testing Requirements  gevised: May 2006

02768 Pavement Marking Materials

02768 Standard Specification

Related ltems:

N/A

Type of Construction:

Submittals:

Quality Assurance:

Assurance Frequency:
Point of Acceptance:
Out of Spec Action:

Documentation/Report:

Pavement marking tape, Epoxy pavement markings, Mhylmathactrylate,
Preformed thermoplastic legends

Warranty Item
N/A
N/A
N/A

Type of Construction:

Submittals:

Quality Assurance:

Assurance Frequency:

Point of Acceptance:

Out of Spec Action:

Documentation/Report:

Glass Sphere (Beads)

Warranty Item
N/A
N/A
N/A

*Performed or approved by Region Lab  **Performed by Contractor and reviewed by Engineer
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